Revision 03/04/2000

Inspection Log

Job Number
20021043

Code
Name
Description

OBSRV
Observation
Used when problems such as back-draft areas are noticed on customer supplied model.

NOTE
Note
General notes.

OK
OK


NCA
Needs Corrective Action
Used when item has a mistake and needs to be corrected.

NAW
Needs Additional Work
Used when item is not complete

MOD
Modification
Used when item is not necessarily wrong but needs modification in order to optimize

INV
Investigate
Used when something needs to be looked into or researched further.

Insp. No.: I03
Insp: Mark S.
Date:  03/21/2003   Start: 1:30pm  End: 2:00pm  Hours: .5

Reference Materials: 
Rough Casting, Jc05a

Inspection Objectives;

· Part Models modeled correctly



A)
Rough Casting

1)
OK
· Overall sizes of rough casting were measured to determine that there is adequate finish stock for machining. There is enough stock. General findings are that length shrunk a bit more than anticipated. 5/16” per foot shrink would have been closer. (Instead of 9/32”). Measured dimensions marked on print jc05a.

General Notes;
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