
Open DatePPPL NONCONFORMANCE REPORT NO: 3 6 2 6 1 2 / 1 2 / 0 5

9   - Closed NCR 06-Workmanship/Needs Repair
NCSX ProjectNCSX

VENDOR
NCSX MC Conductor S/N 115 PE005371-W

3217 PE005371-W New England Electric Wire Corp

During winding operations, damaged areas of the conductor were discovered.  One area was not seen until it was wound onto the Modular
Coil Winding Form.  The other was a 3 inches area on the same spool, Lot 61253, roughly 2/3 of the way through the second layer of
conductor on the spool unwinding from the top.  The damage is shredding of the outermost layer of wrap, along with dimensional distortion
to the expected square/rectangular shape of the conductor.
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Conductor insulation was repaired and the conductor squared.  Insulation damage and repairs are an ongoing activity which is monitored
and repaired by winding teams.
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