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VENDOR
SE142C-270 Rev. 0 D-NCSX-MCF-004

3234 D-NCSX-MCF-004 VARIOUS

MCWF #4 - The following additional parts for the NCSX modular coil final winding clamp assemblies exhibit a magnetic permeability higher
than the maximum allowed per NCSX-ASPEC-GRD-03 paragraph 3.3.1.1 (permeability shall not exceed 1.02).  See NCR 3634 for list of
additional final winding clamp parts that are over the magnetic permeability limit.
PART  #s 3 AND 6  (SEE ATTACHED FOR DETAILS.)

The following parts were found to be acceptable.
PART #9  (SEE ATTACHED FOR DETAILS.)

REV 1:  ADDITIONAL PARTS RECEIVED AND INSPECTED.  SEE ATTACHMENT.
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For rework or repair of vendor supplied equipments, fill in information below:
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NCR, p. 2 

 
Disposition:    Rework___     Repair ___     Use As Is___     Return to Vendor___     Scrap___    
 
 
 
 
 
 
 
 
 
 
 
 
For rework or repair of vendor supplied equipment, fill in information below: 
 
 # Hours    ________         $ Est Labor__________      $ G&A__________ 
 
    $ Material ________        $ Burden    __________      $ Total __________ 
 
 
 
Disposition by     ___________________________________________ 
 
 
Supervisor's Concurrence   ___________________________________________ 
   
 
Eng. Dept. Head Concurrence  ___________________________________________ 
 
 
Other (i.e., WCO/FPE) Concurrence ___________________________________________ 
 
 
 
 
 
PQA/QC Mgr Disposition Concurrence ___________________________________________ 
 
 
QA Field Verification by   ___________________________________________ 



NCR 3639 ATTACHMENT, R1 (p. 1 of 1) 
 

The following additional parts for the NCSX modular coil final winding clamp assemblies exhibit a magnetic 
Permeability higher than the maximum allowed per NCSX-ASPEC-GRD-03 paragraph 3.3.1.1 (permeability 
shall not exceed 1.02).  See NCR 3634 for a list of additional final winding clamp parts that are over the 
magnetic permeability limit. 
 
Part #  Part Type  Quantity Sample Size  Results 
3  Bushing Spacer 805   30  (5) >1.06, <1.08  (23) >1.08, <1.09  
   (silver plated 316)     (2) >1.09, <1.10 
 
6  Keeper Screw  1756  40  (21) >1.02, <1.03  (7) >1.03, <1.04 
   (silver plated 316) 
      1464  80  (4) <1.02 (36) >1.02, <1.03 
      (2nd shipment)   (24) >1.03, <1.04 (14) >1.04, <1.05 
          (1) >1.05, <1.06 
 
The following parts were found to be acceptable: 
 
Part #  Part Type  Quantity Sample Size Results 
9  Flat Washer  1980  40  (40) <1.02 
   (316) 
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