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Nonconforming Condition (include requirement(s) violated):

MCWEF-C3, Three (3) of the twelve (12) liquid nitrogen cooling tubes are in electrical contact with the winding form, see details below.
Paragraph 6.14.1 of D-NCSX-MCF-004-03 states "Verify that cooling tubes are isolated from all other of the other cooling tubes and from
the modular coil winding form using a multi-meter."

Side A - Zone 2 - Inner = 11.8 Ohms
Side A - Zone 3 - Inner = 0.6 Ohms
Side B - Zone 3 - Inner = 9.0 Ohms

This test was performed after VPI opererations. All other cooling tubes were determined to be isolated from the winding form.
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Since the coil has been potted [VPI] repairs cannot be made to correct these cooling tube shorts. Some shifting of the
chill plates occurs during the installation of the mold and the VPI process to cause the short. Shorts similar to these
were accepted on earlier coils.[ example NCR 3647, 3654, 3707 and 3694]
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