
NON-CONFORMING MATERIAL/PRODUCT/PROCESS/SERVICE REPORT

Part Number / Description: JP20051135 / Se131-047 Rev. (if known): 0

Qty Non-conforming: 1 Report Initiated By: Jarod Haddon Date: 01/23/06

NON-CONFORMANCE DESCRIPTION

CAUSE OF NON-CONFORMANCE

CORRECTIVE ACTION

Cause and Corrective Action By: Date:

DISPOSITION OF MATERIAL/PRODUCT/PROCESS/SERVICE

Return-To-Supplier X Use-As-Is Scrap Rework / Sort Ship-As-Is
Other (Explain)

Rework /Sort Instructions (if applicable):

Dispositioned By: Date:

FAILURE CLASSIFICATION
Receiving Quality X Manufacturing Supplier/Customer
Quote Contract Review Document Control Training
Design Other
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One of the G-11 Cr. Parts has machining error (See attached images)

Operator failure (Brian K)
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Nonconformance Report: 
 
JP20051135 / SE 131-047    Jarod Haddon    1/23/06 
 
Project Disposition: 
 
Use as is 
 
 
Approvals: 
 
Michael Kalish 
  ___________________________________________ 

Procurement Technical Representative 
 
____________________________________________ 

Responsible Line Manager: 
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