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VENDOR
NCSX-CSPEC-141-03-11 D-NCSX-MCF-001R03

3207 D-NCSX-MCF-001 Energy Industries of Ohio

During the magnetic permeability verification of the NCSX C3 modular coil winding form a total of twenty two (22) areas were found to exhibit
a permeability above the maximum allowed.  NCSX-CSPEC-141-03-11 paragraph 3.1.1.5.1 states “the local relative magnetic permeability
of any point in the winding form (including base metal and weld repairs) shall not exceed 1.02.”  All of these areas are on the as cast surface
and appear to be oxidized, having a rust like appearance.  See attached pictures for details.   
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For rework or repair of vendor supplied equipments, fill in information below:
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