	NCSX RFD

Part I
	Number:

NCSX-RFD-12-004
	RFD Description:

VVSA Tube Clip Thickness

	Initiator:
Doug McCorkle
	Organization:

Major Tool

	List of Impacted Documents:
SE120-005, SE120-006, SE120-007

	Cost Impact:  (If none, so state)
None

	Schedule Impact:  (If none, so state)
None

	Impact on Interfaces with Other WBS Elements/Items: (If none, so state)
None

	Full Description of the Deviation Requested: (Use continuation pages, e-mails, letter, sketches, etc. as needed and include amplifying information as appropriate to support deviation request.)

JUSTIFICATION: The weld that joins the leak check tube to the leak check block is specified as a 1/32" fillet.  We are not able to produce a weld this small.  This type of joint seems better suited for a silver solder.  Please review this requirement and allow a soldered joint for all leak check tube to block attachments (examples on drawings SE120-005, SE122-006, and SE122-007).
DEVIATION REQUEST: Change 1/32” fillet weld to _________? Braze
(Doug, Silver is prone to cracking especially in light of the large temperature cycling.  Can your weld engineers make an alternate suggestion?  If not, maybe a thicker weld is possible if the tube isn’t compromised?)



	Attachments:



	Initiator Signature: 






 Date: 








