Revision 08/17/1999

Inspection Overview

Job Number
20031043

Insp. No.
Insp. Date
Description

01
03/03/2003
· Checked c01a model and customer supplied print (jc05a). All Ok.

02
03/05/2003
· Checked wood pattern. Shrink and finish stock applied correctly. All OK

03
03/21/2003
· Rough casting checked to see if there is adequate finish stock. OK

04
03/28/2003
· Finished part checked with Romer portable CMM. All dimensions Ok.

05
04/01/2003
· Reformatted I04 into more understandable results. OK

