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C1 through C5 Modular coils - The modular coil winding clamp stud welds are required to have a magnetic permeability of less than 1.02
per paragraph 6.13.9 of procedure D-NCSX-MCF-001 rev. 2.  The welded studs exhibit a permeability of greater than 1.07 but less than
1.10.  Upon further investigation the studs themselves, prior to welding, exhibit the same level of magnetic permeability.  Material test
reports for the studs state that they are made of 316L stainless steel.  

Rev 1:  Revised to indicate nonconforming condition above is applicable to C1 through C5 modular coils.
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Use As Is

The studs are used for tooling purposes only and will be removed following final VPI of the coil.
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