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	Dok.reg. nr
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	Rev
D
	Sida/Page
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	Datum / Date
2006-07-12

	

	Kund / Customer

	Kundnr / Customersref


	ÖGAB ordernr/ OGAB order no

	Chargenr / Heat no


	Detalj / Detail

	Ritningsnr / Drawingno


	Kvalitet / Quality

	Kvantite / Quantity


	

	Teknik / Terchnique

	

	Teknik/Technique
Våt
	Provyta/Sample surface


	Förrengöring/ Pre cleaning
Bycotest C5 / Kemi 85
	Yttemperatur/ Surface temp
20°C

	Penetrant typ/ Penetrant type
Bycotest RP20 / Kemi 68
	Penetrant tid/ Penetrant time
15 min.

	Framkallare/ Developer
Bycotest D30 / Kemi 70
	Kontroll efter/ Control after
15-30 min.

	Specifikation / Specification
EN 1371-1

· non- linear isolated indications severity level SP2

· linear and aligned indications severity level LP2 – AP2

	

	RESULTAT PENETRANT PROVNING / RESULTS  DYE PENETRANT TESTING

	
	

	Noteringar / Comments


	

	Provnings.datum/ Testing date

	Opertörens signatur/Operators signature


	Sign. kundkontrollant/

Sign customers controller

	Signatur ÖGAB/Signature ÖGAB


	Stamp




