
Thermal Expansion 
Coil Ground Insulation Specimen 1 and 2

Longitudinal vs. Transverse Direction
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Thermal Expansion 
Modular Coil Turn Insulation Specimen 1 and 2 

Longitudinal and Transverse
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Thermal Expansion  
Single Insulated Modular Coil Conductor Specimen 1 and 2 

Longitudinal vs. Transverse Direction
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Coefficient of Thermal Expansion 
 Modular Coil Turn Insulation Specimen 1 and 2

Longitudinal vs. Transverse Direction
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Coefficient of Thermal Expansion 
Coil Ground Insulation Specimen 1 and 2

Longitudinal vs. Transverse Direction
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